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WEHRLKAR B T IHEARNE B HE A R A 7
Company Name GUANG ZHOU OSEN PRECISION MANUFACTURING CO.,LTD
shown on Report

- 1% FETRET M EREXAEEERN RLN\TREERAFLS)] 5 HE
Address FIRST FLOOR ,NO.4, HONGBAFANG CREATIVE INDUSTRIAL PARK,SHIJ TOWN,

PANYU DISTRICT,GUANGZHOU

PAF AR Z A & B A db A5 B H R R AP A

The following sample(s) and sample information was/were submitted and identified by/on the behalf of the

applicant

FEb A TR LAMP LED

Sample Name LAMP LED

B R H 3] 2024.05.07

Sample Received Date May 7, 2024

P Atk I H 39 2024.05.07-2024.05.10

Testing Period May 7, 2024 to May 10, 2024

R/E=RN MRIEZE SR, Wi Ac e s T RIET (Pb), 8 (Cd), K (He), 7N

B (Cr(VI)), ZIREH (PBBs), ZiR 7Rk (PBDEs), <B7K —H S (DBP,
BBP, DEHP, DIBP)#EATHlIiR.

Test Requested As specified by client, to test Lead (Pb), Cadmium (Cd), Mercury (Hg), Hexavalent
Chromium (Cr(VI)), Polybrominated Biphenyls (PBBs), Polybrominated Diphenyl
Ethers (PBDEs), Phthalates (DBP, BBP, DEHP, DIBP) in the submitted sample(s).

TR A B 25 3R HZ T
Test Method/Test Result(s) Please refer to the following page(s).

Inspection & T

47 V1 i 2024.05.10

Date
K I v
R4 Technical Manager No. R677501897
Bt R~ 7 AR RN T 5 22 DX 2 A T D 2 ek [X AR A 0 KA
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MK IE Test Method
5 R Wi fuas
Measured
Test Item(s) Test Method Equipment(s)
By IEC 62321-5:2013 ICP-OES
Lead (Pb)
.%ﬁ IEC 62321-5:2013 ICP-OES
Cadmium (Cd)
7K IEC 62321-4:2013+AMD1:2017 CSV ICP-OES
Mercury (Hg)
N IEC 62321-7-2:2017#11/8KIEC

Hexavalent Chromium (Cr(VI))

62321-5: 2013 MR L85 =
IEC 62321-7-2:2017 and/or determination of
Total Chromium by IEC 62321-5:2013

UV-Vis/ICP-OES

Phthalates (DBP, BBP, DEHP, DIBP)

Z IR IEC 62321-6:2015 GC-MS
Polybrominated Biphenyls (PBBs)
2R KK IEC 62321-6:2015 GC-MS
Polybrominated Diphenyl Ethers (PBDEs)
QW = R e IEC 62321-8:2017 GC-MS

Hotline:400-6788-333  www.cti-cert.com  E-mailiinfo@cti-cert.com  Complaint call:0755-33681700 Complaint E-mail:complaint@cti-cert.com
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K45 R Test Result(s)

N 2R Result

WARITE Tested Item(s) 001 J7 A H R MDL
HY Lead (Pb) N.D. 2 mg/kg

% Cadmium (Cd) N.D. 2 mg/kg

7K Mercury (Hg) N.D. 2 mg/kg
75 % Hexavalent Chromium (Cr(VI)) N.D. 8 mg/kg
BRI Tested Item(s) %%OOR;S““ FFEKE R MDL
Z RELZK Polybrominated Biphenyls (PBBs)

—JRIPZK Monobromobiphenyl N.D. 5 mg/kg
TR Dibromobiphenyl N.D. 5 mg/kg
—{RELZR Tribromobiphenyl N.D. 5 mg/kg
VYRR Tetrabromobiphenyl N.D. 5 mg/kg
TLRBEZK Pentabromobiphenyl N.D. 5 mg/kg
INIRI R Hexabromobiphenyl N.D. 5 mg/kg
R BE 2K Heptabromobiphenyl N.D. 5 mg/kg
JUBRBEZE Octabromobiphenyl N.D. 5 mg/kg
JUIRELZE Nonabromobiphenyl N.D. 5 mg/kg
B 2K Decabromobiphenyl N.D. 5 mg/kg
JRTTH Tested Item(s) ?S;ﬁooRlesult T R MDL
% ¥ — 2 Polybrominated Diphenyl Ethers (PBDEs)

— ¥R Kk Monobromodiphenyl ether N.D. 5 mg/kg

R 2Kk Dibromodiphenyl ether N.D. 5 mg/kg

—JR] K[ Tribromodiphenyl ether N.D. 5 mg/kg
YR — KM% Tetrabromodiphenyl ether N.D. 5 mg/kg

¥R 2K Pentabromodiphenyl ether N.D. 5 mg/kg

7NIR K[k Hexabromodiphenyl ether N.D. 5 mg/kg
‘¥R — 2Kk Heptabromodiphenyl ether N.D. 5 mg/kg
J\JR — K[ Octabromodiphenyl ether N.D. 5 mg/kg

JUIR 2K Nonabromodiphenyl ether N.D. 5 mg/kg
+J] — K[ Decabromodiphenyl ether N.D. 5 mg/kg

Hotline:400-6788-333

www.cti-cert.com  E-mail:info

@cti-cert.com  Complaint call:0755-33681700
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W0 EH Tested Item(s)

£ZEH Result

001

J7iAs PR MDL

4% — R Phthalates (DBP, BBP,

DEHP, DIBP)

LR — H g — T i Dibutyl phthalate
(DBP)
CAS#:84-74-2

N.D.

50 mg/kg

phthalate (BBP)
CAS#:85-68-7

2K R T R EEE Butyl benzyl

N.D.

50 mg/kg

AR R (2-2 %) Cfis Di-
(2-ethylhexyl) phthalate (DEHP)
CAS#:117-81-7

N.D.

50 mg/kg

LFK — HR — 5% T s Diisobutyl
phthalate (DIBP)
CAS#:84-69-5

N.D.

50 mg/kg

FE 5 /EB L3R Sample/Part Description

FE  CTIFEMID iR

No. CTI Sample ID Description

1 001 R, EH, B, EEMLERE
Mixed test, transparent, black, yellow and red body

#IE: TR, ®, RZHERCHBTEE.
REF P ER, MHEAETRAUR, WRERAERR TR ST —F

BRI EE.

-N.D. = Rigth ChFIrER R
-mg/kg =ppm= H Ji5TZL—

Remark: -The sample(s) had been dissolved totally tested for Lead, Cadmium, Mercury.
-As specified by client, the test was conducted by mixing several samples together.
The result(s) shown on this report may be different from the content of any

homogeneous material.

-MDL = Method Detection Limit
-N.D. = Not Detected (<MDL )
-mg/kg = ppm = parts per million

Hotline:400-6788-333
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KR Test Process

1. #(Pb), F(Cd, % (Cr)
Lead (Pb), Cadmium (Cd), Chromium (Cr)

FREFEM T 238N AT AR HRRR
Weigh sample and place it :> Add di e;tion reagent :> . iR FE
in a vessel g g Digest the sample
FA AR AL R 7
i) ik bR — 5 s
L Dry Ashing/ .
ICP-OES S
H 45 B HETK E & Alkali Fusion/ Residue it i
' {1 Make up with Acid Dissolution <:
Analyzed by deionized water Filtration
ICP-OES eionized water .
VB
Solution
2. 7 (Hg)
Mercury (Hg)
PR TR TN T 78 57 : TR
Weig sampie anc place it — Add digestion reagent Digest the sample
in a vessel
FH Bl /R & 1 7
EALE (— BRI
i ICP-OES B TR Alkali Fusion/ Residue .
R i Acid Dissolution i
<:| Make up with
Analyzed by ioni Filtration
ICP-OES deionized water .
"
Solution
3. 73Hré& (Cr (VD))
Hexavalent Chromium (Cr(VI))
EEMTESRN s
Weigh sample and place it — m )?\ i ﬁﬁﬁt” J — {H
in a vessel Add digestion reagent Digest the sample
AR AR VBV pH {E AE, BLiE
. K Adjust the pH value {—
] —
Add test solution of the solution Cool and filter
B pH & FEBTGER i UV-Vis 434F
Adjust the p]-.I value  — I\r[akle up vtﬂth — Analyzed by UV-Vis
of the solution deionized water

Hotline:400-6788-333  www.cti-cert.com  E-mailiinfo@cti-cert.com  Complaint call:0755-33681700 Complaint E-mail:complaint@cti-cert.com
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4. ZYECK (PBBs), %R 2Kk (PBDEs)
Polybrominated Biphenyls (PBBs), Polybrominated Diphenyl Ethers (PBDEs)

RERFA T EEF R LA FIZEH R A ET
Weigh le and pl — Extracted with "
CIET sampTe and place Hrastee W Concentrate the extract
it in a thimble organic solvent
F GC-MS 417 A HLIE 75 F BTN EFERN
(—] Make up with K—] Transfer the extract into a
p
Analyzed by GC-MS . ,
organic solvent volumetric flask
5. 4BZk_FIFRMA (DBP, BBP, DEHP, DIBP)
Phthalates (DBP, BBP, DEHP, DIBP)
WEFRTEET R LA R 2B R XL
Weigh sample and place —" Extracted with —" Concentrate the extract
it in a thimble organic solvent
H GOMS 4 B LRI 2 O I e
Make up wit K— Transtfer the extract into a
(— ke up with (— fer i

Analyzed by GC-MS . ,
organic solvent volumetric flask

Hotline:400-6788-333  www.cti-cert.com  E-mail:info@

Complaint call:0755-33681700  Complaint E-mail:complaint@cti-cert.com
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FEdn B A

Photo(s) of the sample(s)

(it lm,mll"ﬂ'“"l"ﬂll|||||||ll||||]||||||||||||||I||||||||| |||||||||Il||||||||’|||l|||||||||||||||l||||||Il|'|||||l|||||||||||
1 2 3 4 5 6 7 8 9 | 111213 14 15 16
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7 B Statement:

1 AR S T AE AT <L & kb T a5 oAk
This report is considered invalid without approved signature, special seal and the seal on the perforation;

2. AR AR AARR ML B AR S S R IR AL, RO N RS A DT, CTIRZ S B Sk
The Company Name shown on Report and Address, the sample(s) and sample information was/were provided by the
applicant who should be responsible for the authenticity which CTI hasn’t verified;

3. AR RN S5 A 32 A dh 17 51 s
The result(s) shown in this report refer(s) only to the sample(s) tested;

4. BRAESAH WM, RS IRILAC-G8:09/2019 / CNAS-GLO15:20225 F fi] #1482 52 (w=0) — 7T 34 52 MU AT 77 & 1k 4 2
Unless otherwise stated, the decision rule for conformity reporting is based on Binary Statement for Simple Acceptance
Rule (w=0) stated in ILAC-G8:09/2019 / CNAS-GL015:2022;

5. RECTIBH AR, AFHS Z AR
Without written approval of CTI, this report can’t be reproduced except in full;

6. W & RSN R SR AR ER, LSO,

In case of any discrepancy between the English version and Chinese version of the testing reports (if generated) , the
Chinese version shall prevail.

***T&%%ﬁi***
**% End of report ***

Hotline:400-6788-333  www.cti-cert.com  E-mailiinfo@cti-cert.com  Complaint call:0755-33681700 Complaint E-mail:complaint@cti-cert.com
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