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Company Name
shown on Report

O

Address

GUILIN YOULIAN ELECTRONIC CO.,LTD

IR B XM BRI & X 95 M Tl el #R 4 R34 ma i pa I C 13
C13, WEST SIDE OF EAST RING SOUTH ROAD, GINKGO, SUQIAO
INDUSTRIAL PARK, GUILIN ECONOMIC AND TECHNOLOGICAL
DEVELOPMENT ZONE, GUANGXI ZHUANG AUTONOMOUS REGION

DA R B BoRe A5 B o R 2 1R A

The following sample(s) and sample information was/were submitted and identified by/on the behalf of

the applicant

R TR il B 5 %
Sample Name Zebra Coated With Ink
FE g, RSN E
Color Medium black with white exterior
MR PR TERRIR
Material Silicone Rubber £ ‘%’
P H B 2021.02.18 %&,
Sample Received Date Feb. 18, 2021 ) .‘i’}
FE s I 1 3 2021.02.18-2021.02.22 =L
Testing Period Feb. 18,2021 to Feb. 22,2021 g"b
RSN MRAE R BR, XTI SR S (Pb), 48 (Cd), 7k (Hg), 7S

B (Cr(VI)), ZiRIKZK (PBBs), £ iR KMk (PBDEs), <% — HI&ME (DBP,

BBP, DEHP, DIBP)#E47iiR.
Test Requested As specified by client, to test Lead (Pb), Cadmium (Cd), Mercury (Hg), Hexavalent

Chromium (Cr(VI)), Polybrominated Biphenyls (PBBs), Polybrominated Diphenyl

Ethers (PBDEs), Phthalates (DBP, BBP, DEHP, DIBP) in the submitted sample(s).
TR HE AU 45 R I i

Test Method/Test Result(s)

Please refer to the following page(s).

& o 2'), /@ B & {l %’ﬁ—
Reviewed by A=
%/( VA 5o
D 2021.02.22
ate
AW v
HiRZH Technical Manager No. R294341288
A1t A7 BR 2~ ) IR RN 22 DX 22 Hr A % AR AL X AR Pl e Ul R
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£ Conclusion
TUREE A KAEIE/ RS 2R

Tested Sample According to standard/directive Result
il Rk RIS T4 4-2011/65,/EU R AL T $5 4 (EU) o
Submitted Sample 2015/863
RoHS Directive 2011/65/EU with amendment PASS
(EU) 2015/863

sk sk sk sk sk sk skoskosk sk sk sk sk skosk sk sk sk sk skosk sk sk ke sk skosk sk sk sk sk skoskeosk sk sk sk sk skosk sk sk sk sk sosk sk sk sk sk skskosk sk sk sk skosk sk sk skosk sk sk sosk sk sk skosk sk sk skosk sk sk sk sk sk sk sk sk sk skoskosk ok

By 27K I 235 396 A2 W RoHS 6 4-2011/65/EU L HABTT 454 (BU)  2015/863F R IR {E -
PASS means that the results shown on the report comply with the limits set by RoHS Directive 2011/65/EU with
amendment (EU) 2015/863.
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iﬁﬂﬂﬁiﬁ Test Method
o NN A 25
A H Wy i ﬁjfﬁfj
Test Item(s) Test Method Equipment(s)
Y IEC 62321-5:2013 ICP-OES
Lead (Pb)
i IEC 62321-5:2013 ICP-OES
Cadmium (Cd)
7K IEC 62321-4:2013+AMD1:2017 CSV ICP-OES
Mercury (Hg)
NS IEC 62321-7-2:2017F1/8{IEC

Hexavalent Chromium (Cr(VI))

62321-5: 20133 A8 & &
1IEC 62321-7-2:2017 and/or determination of
Total Chromium by IEC 62321-5:2013

UV-Vis/ICP-OES

Phthalates (DBP, BBP, DEHP, DIBP)

Z BEOR IEC 62321-6:2015 GC-MS
Polybrominated Biphenyls (PBBs)
% IR KTk IEC 62321-6:2015 GC-MS
Polybrominated Diphenyl Ethers (PBDEs)
AR — IR I IEC 62321-8:2017 GC-MS

Hotline:400-6788-333  www.cti-cert.com  E-mailiinfo@cti-cert.com  Complaint call:0755-33681700 Complaint E-mail:complaint@cti-cert.cor
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TSI 45 5 Test Result(s)

TR H Tested Item(s) £ H Result TIvEAR R RRAE
MDL Limit

Y Lead (Pb) N.D. 2 mg/kg 1000 mg/kg

% Cadmium (Cd) N.D. 2 mg/kg 100 mg/kg

7K Mercury (Hg) N.D. 2 mg/kg 1000 mg/kg

7N 8% Hexavalent Chromium (Cr(VI)) N.D. 8 mg/kg 1000 mg/kg

PRI EH Tested Item(s) £ EL Result T3 VER H R FR{E
MDL Limit

ZIRELE Polybrominated Biphenyls (PBBs)

— IR Monobromobiphenyl N.D. 5 mg/kg

TRBEZ Dibromobiphenyl N.D. 5 mg/kg

ZIREXZE Tribromobiphenyl N.D. 5 mg/kg

VO R B Tetrabromobiphenyl N.D. 5 mg/kg

FIRER Pentabromobiphenyl N.D. 5 mg/kg 1000 mg/kg

7NUREEZR Hexabromobiphenyl N.D. 5 mg/kg

LIREXZE Heptabromobiphenyl N.D. 5 mg/kg

JUIRIEZE Octabromobiphenyl N.D. 5 mg/kg

ARLNESS Nonabromobiphenyl N.D. 5 mg/kg

+VRELAR Decabromobiphenyl ND. 5 mg/kg

PRI H Tested Item(s) 55 Result JridA i BR FRAE
MDL Limit

£’ —ZXBf Polybrominated Diphenyl Ethers (PBDEs)

— R KM Monobromodiphenyl ether N.D. 5 mg/kg

TR KB Dibromodiphenyl ether N.D. 5 mg/kg

=R T KM# Tribromodiphenyl ether N.D. 5 mg/kg

VO YR — 2 ik Tetrabromodiphenyl ether N.D. 5 mg/kg

TR KM Pentabromodiphenyl ether N.D. 5 mg/kg 1000 mg/kg

7NIR KM Hexabromodiphenyl ether N.D. 5 mg/kg

LR IR Heptabromodiphenyl ether N.D. 5 mg/kg

JUR K Rk Octabromodiphenyl ether N.D. 5 mg/kg

JUIR — KM Nonabromodiphenyl ether N.D. 5 mg/kg

+R 2Kl Decabromodiphenyl ether N.D. 5 mg/kg

Hotline;400-6788-333  www.cti-cert.com  E-mail:info(

ti-cert.com  Complaint call:0755-33681700
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Ml 45 5 Test Result(s)

AT H Tested Item(s) £E B Result TIER R IIE{E
MDL Limit

4B Z% — FHERTE Phthalates (DBP, BBP, DEHP, DIBP)

A8 —HR —T'l8 Dibutyl phthalate N.D. 50 mg/kg 1000 mg/kg

(DBP)

CAS#:84-74-2

AR ZHIR T AR R Butyl benzyl N.D. 50 mg/kg 1000 mg/kg

phthalate (BBP)

CASH#:85-68-7

Ah2K — HIEE — (2-2.3%) 2 fi§ Di- N.D. 50 mg/kg 1000 mg/kg

(2-ethylhexyl) phthalate (DEHP)
CAS#:117-81-7

AR H I 5 THE Diisobutyl N.D. 50 mg/kg 1000 mg/kg
phthalate (DIBP)

CAS#:84-69-5

B /AR SREVESEVASRERE > §iid

Sample/Part Description White/black/white silicone rubber

HE: PR, 88, REmETEER.

N.D. =R ChTI7iEk iR
-mg/kg =ppm= H I L —
-1000 mg/kg = 0.1%
Remark: The sample(s) had been dissolved totally tested for Lead, Cadmium, Mercury.
-MDL = Method Detection Limit
-N.D. = Not Detected (<MDL )
-mg/kg = ppm = parts per million
-1000 mg/kg = 0.1%

\&Z M U770 100" N\ 7/

Hotline:4(
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*ﬁ@ﬂ/ﬁﬂ Test Process
1. #(Pb), #(Cd), #(Cr)

R o

Test Report

Lead (Pb), Cadmium (Cd), Chromium (Cr)

%6 70 4t

Page 6 of 8

FrREF& T & 3N
Weigh sample and place it
in a vessel

—

DA H i)
Add digestion reagent

TH R

Digest the sample

FH AR AR A
H) i Ab B B
Fi| ICP-OES Sk Dry Ashing/ — Resid
e ST _ﬂ Alkali Fusion/ esidne it E
Anal ' ab <":| Make up with Acid Dissolution <:
alyzed by ioni cater Filtration
ICP-OES detonized water .
R
Solution
2. 7k (Hg)
Mercury (Hg)
iR T 7 7 28 o A R E L T AP 5 R

Weigh sample and place itin a
microwave digestion vessel

Add digestion reagent

Digest sample in microwave
digestion oven

i ICP-OES EBTRER
a3 -
Mak rith
Analyzed by <::| -a é P
ICP-OES deionized water

3. AR (Cr (VD)
Hexavalent Chromium (Cr(VI))

AR

N ooty XN/

ik abER — B s
Alkali Fusion/ Residue
C:l Acid Dissolution <: L
Filtration
VB
Solution

RS T AN
Weigh sample and place it
mn a vessel

IPANLEE 2wl

Add digestion reagent

T AR
Digest the sample

MRl

1

B AR pH E

WH, oL
Cool and filter

D — ; . pL—
Add test solution ——  Adjust the pH value —
of the solution
8 45k pHL {8 TR
Adjust the pH value — Make up with —
of the solution deionized water

i UV-Vis 47 #7
Analyzed by UV-Vis

ert.com  E-mailiinfc

rt.com  Complaint call:075

Complaint E-mail:complaint@cti-cert.com
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4. ZWEHK (PBBs), %R —ZKEK (PBDEs)

Polybrominated Biphenyls (PBBs), Polybrominated Diphenyl Ethers (PBDEs)

WEFMTEET F A 1L 7 A B R RUT
Weigh sample and place — Extracted with —" Concentrate the extract
it in a thimble organic solvent
B GOMS 47 AR e et
— Make up with G— Transfer the extract into a
Analyzed by GC-MS . ,
organic solvent volumetric flask
5. 4ABZ _FERFEE (DBP, BBP, DEHP, DIBP)
Phthalates (DBP, BBP, DEHP, DIBP)
WEEMTEEGH FA HLIA 77 3K B TR RER
Weigh sample and place — Extracted with — Concentrate the extract
it in a thimble organic solvent
— Make up with K Transfer the extract into a
Analyzed by GC-MS . ,
organic solvent volumetric flask

Hotline:400
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Photo(s) of the sample(s)
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7 B Statement:

1 AR & ot AR B & Al T g 5 0K
This report is considered invalid without approved signature, special seal and the seal on the perforation;

2. REIAR AT AR HNE . RS RS B R E IR AL, FRIE R RO B ST, CTURAZ S,
ALk
The Company Name shown on Report and Address, the sample(s) and sample information was/were provided
by the applicant who should be responsible for the authenticity which CTI hasn’t verified;

3. ARG £ SR AU B2 AL il 45T
The result(s) shown in this report refer(s) only to the sample(s) tested,

4. RECTIRFEE, AR EHAMRE:
Without written approval of CTI, this report can’t be reproduced except in full;

5. GRS PSS N B S PN ER R, Bl SONHES
In case of any discrepancy between the English version and Chinese version of the testing reports (if
generated), the Chinese version shall prevail.

e

**% End of report ***
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